".l-"“‘\

CTI ENEM MAY i, e~ o
| iﬂﬁdmﬂk (:Fvy\i; ﬁ%%m;
"”,a e \I CNAS L1910

1| (1L

i’,f”Ir

180000343904

Verification Report

Report No. A2180034572108 Page 1 of 35

CENTRE TESTING INTERNATIONAL

Q ‘UERIFICATJUN REPORT

Applicant XINSU GLOBAL ELECTRONIC CO.LIMITED

Address 3RD FLOOR NO.1 BUILDING ASHENHUAYE BAOAN
INDUSTRIAL PARK XIXTANG WESTERN DEVELOPMENT
ZONE BAOAN DISTRICT SHENZHEN CITY, GUANGDONG

Product Name SWITCHING POWER SUPPLY/ CHARGER
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Conclusion
Tested Sample According to directive Result
Subnutted Sample 2011/65/EU Pass™
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*CTI conducted Lead, Cadmium, Mercury, Hexavalent Chromium, PBBs&PBDEs on the components which were identified by
the client, and the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU.





